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A correctly completed door should be smooth with uniform color and gloss on 
all sides of each rib. There should be no mottling in the finish, and free of dirt, grit and debris. It should 
have a hi-gloss luster with no orange peel, holidays, or “dry-spray and be free of runs and sags.  

 

 

 

 

 

 

 

 

 

 

 

  

Common Workmanship Mistakes that can Void a Warranty 
 

“Dry Spray” Applied Clear Coat (inadequate clear coat or applied when too hot) 
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Not Completely Painting Tops or Bottoms of Ribs 

Painting in the Rain, Snow, Fog, etc. (note rain drops in finish) 

Painting Over Grit and Dirt 

Severe Orange Peel 
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Holidays in Clear Coat 

Runs and Sags 


